
Product Appearance

Specific surface
area
BET
[m2/g]

Ash content
[%] pH value

BSIL 1130 White powder 120 - 140 ≤ 6 5.5 – 7.5
BSIL 1180 White powder 170 - 190 ≤ 6 5.5 – 7.5


